Alpha Resources, Inc.
Certificate Of Analysis

AR 555
HYDROGEN IN STEEL PIN STANDARD
LOT # T39074C10

TOTAL HYDROGEN
MEAN VALUE = 3.4 PPM (ug/g)
ONE SIGMA DEVIATION = +/- 0.3 PPM (ug/g)
TWO SIGMA DEVIATION = +/- 0.6 PPM (ug/g)
TOTAL RANGE OF DATA = 2.8 to 4.0 PPM (ug/g)
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This is a Certified Reference Material (CRN 2
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