Alpha Resources, Inc.
Certificate Of Analysis

AR 555
HYDROGEN IN STEEL PIN STANDARD
LOT # 1013A

TOTAL HYDROGEN
MEAN VALUE = 2.4 PPM (ug/g) (0.00024%)
ONE STANDARD DEVIATION = +/- 0.4 PPM (ug/g) (0.00004%0)
EXPANDED UNCERTAINTY = +/- 0.8 PPM (ug/g) (0.00008%)
(k=2, 95% confidence limit)

Method of Analysis:
Inert Gas Fusion, Thermal Conductivity Detection

Primary NMI Standards Employed:
NCS NS20042, NS20006¢

The mean analytical values were deri i =60) utilizing the above mentioned
method. The precision values represent t ) two times the standard deviation
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standards. For good laboratory practicenitsi

This standard was produced in accordance to Guide 34. Alpha Resources has become accredited under
the 1SO Guide 34:2009 for RMP and holds a 1SO 17025 accreditation. Refer to certificate and scope of
accreditation for details.

Certified October 17, 2013

Technical Manager
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